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1. MSBULUVaIOINA : ISO 9237 16.68

2. ADUAUISIAUN=] (kPa) : 1ISO 13938-1  474.4

3. mstuvu nasiln U1 IS0 12945-1  4-5

4. msiJagunlagvunnrainissn 3 Asu (Sova:) : ISO 5077 : 2007
Warp -0.6 Weft -0.3
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1. Aromatic Amines Derived from AZO colorant ISO 14362-1 N/D nns'
2. Formaldehyde Content analysis ISO 14184-1 N/D

3. Heavy Metal analysis In-house Method THTI-E03 - E04

- Cadmium N/D - Chromium N/D

- Copper N/D -Lead N/D - Chromium VI N/D
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1. Far infrared Textiles: FTTS-FA-010
- Average of Emissivity 0.81 ( WuInfuriunsgau 0.80)
- Specified heating source & Conditions (°C) thqﬁlv_\iu +5.41
2. Skin irritation test: in-house Method 24-hour Occlusive human
Patch Test 0.0 (iwuonmsiwluonanansiirinnisnnaey)






